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(57) ABSTRACT

A motorized two-wheeled vehicle, comprising a radial car-
cass reinforcement formed of at least two layers of reinforc-
ing elements, and comprising underneath the tread a crown
reinforcement structure comprising of at least one layer of
reinforcing elements. At least the tread surface comprises a
first polymeric compound extending in at least the region of
the equatorial plane and at least one second polymeric com-
pound having physicochemical properties different from
those of said first polymeric compound, the density of rein-
forcing elements in the radially inner carcass reinforcement
layer being less than that in the radially outer carcass rein-
forcement layer.

9 Claims, 3 Drawing Sheets
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TIRE FOR VEHICLE, COMPRISING A
TREAD COMPRISING A PLURALITY OF
COMPOUNDS AND A RADIAL CARCASS

REINFORCEMENT FORMED OF AT LEAST
TWO LAYERS

RELATED APPLICATIONS

This application claims priority from French patent appli-
cation Ser. No. 10/51608 filed Mar. 5, 2010 and U.S. Provi-
sional Patent Application Ser. No. 61/349,370 which was
filed on May 28, 2010, the entire content of both of which are
hereby incorporated by reference.

FIELD OF THE INVENTION

The invention relates to a tire intended to be fitted to a
vehicle and more particularly intended to be fitted to a two-
wheeled vehicle such as a motorcycle.

Although not limited to such an application, the invention
will be described more particularly with reference to a tire for
a motorcycle, or motorbike.

BACKGROUND OF THE INVENTION

As in the case of all other tires, there is a trend towards the
use of radial motorcycle tires, the architecture of such tires
comprising a carcass reinforcement formed of one or two
layers of reinforcing elements making an angle with the cir-
cumferential direction which can be between 65° and 90°.
Said carcass reinforcement is surmounted radially by a crown
reinforcement formed of reinforcing elements. The invention
also relates to partially radial tires—that is, tires in which the
reinforcing elements of the carcass reinforcement are radial
in at least part of said carcass reinforcement, for example in
the part corresponding to the crown of the tire.

Many architectures have been proposed for the crown rein-
forcement, depending on whether the tire is to be mounted at
the front of the motorbike or at the rear. A first structure for
said crown reinforcement involves using only circumferential
cables, and said structure is more particularly used for the rear
position. A second structure, directly inspired by the struc-
tures often used on tires for passenger vehicles, has been used
to improve wear resistance, and involves using at least two
working crown layers of reinforcing elements which are
approximately parallel to each other within each layer but
intersect from one layer to the next, forming acute angles with
the circumferential direction, such tires being especially suit-
able for the front of a motorbike. Said two working crown
layers may be accompanied by at least one layer of circum-
ferential elements, usually obtained by helically winding a
band of at least one rubber-coated reinforcing element.

Which architecture is selected for the tire crown directly
affects certain properties of the tire such as wear, endurance,
grip, or ride comfort or, in the case of motorcycles in particu-
lar, stability. However, other tire parameters such as the type
of rubber compounds forming the tread, also affect the prop-
erties of said tire. The selection and type of rubber compounds
forming the tread are, for example, essential wear property-
related parameters. The selection and type of rubber com-
pounds forming the tread also affect the tire’s grip properties.

SUMMARY OF THE INVENTION

It is an object of the invention to provide a tire for a
motorized two-wheeled vehicle in which the wear and grip

10

15

20

25

30

35

40

45

55

60

65

2

properties of the tread of said tire are improved, while ride
comfort is either not reduced or even improved.

This object has been achieved according to one aspect of
the invention directed to a tire for motorized two-wheeled
vehicle, comprising a radial carcass reinforcement formed of
at least two layers of reinforcing elements, at least one of
which is anchored by being turned up around a bead core on
each side of the tire inside a bead, each bead being continued
radially outwardly by a sidewall, the sidewalls being joined
radially outwardly to a tread, and comprising underneath the
tread a crown reinforcement structure comprising at least one
layer of reinforcing elements, at least the tread surface com-
prising a first polymeric compound extending in at least the
region of the equatorial plane and at least one second poly-
meric compound having physicochemical properties differ-
ent from those of said first polymeric compound, and the
density of reinforcing elements in the radially inner carcass
reinforcement layer being less than that in the radially outer
carcass reinforcement layer.

The longitudinal direction of the tire, or circumferential
direction, is the direction corresponding to the periphery of
the tire and is defined by the direction in which the tire rolls.

The transverse or axial direction of the tire is parallel to the
axis of rotation of the tire.

The axis of rotation of the tire is the axis about which it
rotates in normal use.

A circumferential plane or circumferential cutting plane is
a plane perpendicular to the axis of rotation of the tire. The
equatorial plane is the circumferential plane passing through
the centre or crown of the tread and therefore in the central
part of the tread.

A radial or meridian plane contains the axis of rotation of
the tire.

The radial direction is a direction that intersects the axis of
rotation of the tire and is perpendicular to this axis. The radial
direction is the intersection between a circumferential plane
and a radial plane.

The axial width of a region formed by the second poly-
meric compound is measured in a meridian profile in the axial
direction between the edges of said region, when the tire is
mounted on its service rim and inflated to its recommended
pressure.

For the purpose of an embodiment of the invention, the
reinforcing elements of a layer of a radial carcass reinforce-
ment form, in the equatorial plane, an angle with the circum-
ferential direction of between 65° and 90°.

The tread of the tire according to an embodiment of the
invention therefore comprises, at least at the surface, a central
circumferential part or strip comprising of a first polymeric
compound, and at least two lateral parts or strips of another
polymeric compound. The lateral strips are advantageously
identical in order to produce a symmetrical tire, that may in
certain embodiments be composed of different compounds.
The central circumferential part or strip extends axially, in
accordance with the invention, over a region containing the
equatorial plane.

In an advantageous embodiment of the invention, in order
to give the tire symmetrical properties, the central circumfer-
ential strip is advantageously centred on the equatorial plane.
In other embodiments, intended for example for tires
designed for use on a circuit in which most of the bends are in
the same direction, the central circumferential strip may not
be centered on the equatorial plane.

Advantageous variants of the invention may involve the
presence of five or more circumferential strips to form at least
the tread surface and thus give a gradual progression of the
properties of said tread from the equatorial plane towards the
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shoulders. As before, such an embodiment may or may not be
symmetrical about the equatorial plane, the distribution of the
strips differing either in composition or in distribution about
the equatorial plane.

In a preferred embodiment of the invention, the second
polymeric compound is of a different composition from that
of'the first polymeric compound and also preferably the sec-
ond polymeric compound has grip properties superior to
those of said first polymeric compound.

In other embodiments, different properties may be
obtained with identical compounds by means of differing
curing conditions.

According to an embodiment of the invention, the second
polymeric compound has a Shore A hardness different to that
of the first polymeric compound.

The Shore A hardness of the polymeric compounds after
curing is measured according to standard ASTM D 2240-86.

Other properties of the second polymeric compound may
be different. As an example, the color may be different in
order to give a functional and/or styling effect.

In addition, according to an embodiment of the invention,
the density of reinforcing elements in the radially inner car-
cass reinforcement layer is less than that of the radially outer
carcass reinforcement layer.

A tire constructed in this way according to an embodiment
of'the invention has better performance in terms particularly
of wear and grip, owing in particular to the choices made as
regards the polymeric compounds forming the tread. In addi-
tion, the variation in the density of reinforcing elements
between the carcass reinforcement layers—whereby the radi-
ally outer layer has a higher density, will improve ride com-
fort. The inventors believe they have shown that the presence
of a high density of reinforcing elements at the base of the
most flexible polymeric compounds of the tire tread avoids
excessive deformations of the polymeric compound between
said reinforcing elements when large deformations occur in
said polymeric compounds of the tread. Thus, if the most
flexible polymeric compounds form the axially outer parts of
the tread, the variation of the density of reinforcing elements
proposed in accordance with the invention results in
improved ride comfort when driving with camber.

Furthermore, the presence of at least one layer of the car-
cass reinforcement having fewer reinforcing elements and
therefore a lower density of said reinforcing elements appears
to improve the performance of the tire in terms of absorbing
bumps in the surface on which the vehicle is traveling. The
presence of fewer reinforcing elements in at least one of the
carcass reinforcement layers will thus result in improved ride
comfort, especially when traveling in a straight line.

Preferably, according to the invention, the ratio of the den-
sity of reinforcing elements in the radially inner carcass rein-
forcement layer to the density of reinforcing elements in the
radially outer carcass reinforcement layer is between 2/3 and
8/9. A difference of less than 1/9 between the densities of each
of the carcass reinforcement layers would be too small to
improve the ride comfort to a degree that would be perceptible
to the rider. A difference of more than 1/3 between the den-
sities of each of the carcass reinforcement layers, particularly
with a reduced density in the radially inner carcass reinforce-
ment layer, results in a decrease in drift stiffness and therefore
a deterioration in the general behavior.

Advantageously, R, being the inside radius of a bead core
and R, the radius of the radially outer carcass reinforcement
layer in the equatorial plane, the density of reinforcing ele-
ments in the radially inner carcass reinforcement layer is
between 70xR /R, and 110xR,/R, reinforcing elements per
decimeter.
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R, is the inside radius of the bead core—that is, the radius
of' the largest circle inscribed inside a bead core.

R, is the radius of the radially outer carcass reinforcement
layer in the equatorial plane—that is, the radius of the largest
circle inscribed inside the radially outer carcass reinforce-
ment layer, in the equatorial plane.

The radius R, is measured on the tire, the tire being
mounted on its service rim and inflated to its recommended
pressure.

Regarding the radially inner carcass reinforcement layer,
density values ofless than 70xR /R, reinforcing elements per
decimeter can lead to problems with tire operation, and den-
sity values of greater than 110xR /R, reinforcing elements
per decimeter show their limit with regard to improving ride
comfort when driving in a straight line.

Advantageously again, R being the inside radius of a bead
core and R, the radius of the radially outer carcass reinforce-
ment layer in the equatorial plane, the density of reinforcing
elements in the radially outer carcass reinforcement layer is
between 100xR | /R, and 130xR /R, reinforcing elements per
decimeter.

Regarding the radially outer carcass reinforcement layer,
density values less than 100xR /R, reinforcing elements per
decimeter show their limit with regard to improving ride
comfort for example with camber, and density values greater
than 130xR /R, reinforcing elements per decimeter can lead
to problems with tire operation.

In a first embodiment of the invention, the tire being
intended to be fitted to the rear wheel of the vehicle, the region
of' the tread surface formed by the first polymeric compound
has an axial width of between 15 and 30% of the axial width
of the tread.

As explained earlier, the axial width of the tread is mea-
sured on a meridian profile in the axial direction between the
edges of the tread, when the tire is mounted on its service rim
and inflated to its recommended pressure.

A tire intended to be fitted to the rear wheel of a motorcycle
is more particularly sensitive to wear when traveling in a
straight line; the tire thus proposed by the invention in this
first embodiment, with a more wear-resistant polymeric com-
pound, greatly improves the performance in terms of wear.
The polymeric compound of the lateral parts of the tread,
meanwhile, is advantageously effective in terms of grip prop-
erties.

In a second embodiment of the invention, the tire being
intended to be fitted to the front wheel of the vehicle, the
region of the tread surface formed by the first polymeric
compound has an axial width of between 45 and 70% of the
axial width of the tread.

A tire intended to be fitted to the front wheel of a motor-
cycle is less sensitive to centre wear than one intended to be
fitted to the rear wheel. The tire thus proposed in this second
embodiment comprises advantageously a tread comprising
polymeric compounds whose wear-related properties are less
than those of the compounds of'the tire intended to be fitted to
the rear wheel. The central part of the tread is thus relatively
wide and the lateral parts advantageously comprise a poly-
meric compound with high grip properties.

As an example, the polymeric compound of the central part
of'the tire intended to be fitted to the front wheel has proper-
ties approximately equivalent to those of the polymeric com-
pound forming the lateral parts of the tire intended to be fitted
to the rear wheel.

An advantageous variant of the invention provides that the
crown reinforcement structure comprises at least one layer of
circumferential reinforcing elements.
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Preferably again, the reinforcing elements of the layer of
circumferential reinforcing elements have an elastic modulus
greater than 6000 N/mm?>.

Also preferably, the reinforcing elements of the layer of
circumferential reinforcing elements are metallic and/or tex-
tile and/or glass.

In a variant of the invention, the crown reinforcement struc-
ture comprises at least two layers of reinforcing elements and
from one layer to the next the sections form angles with each
other of between 20° and 160°.

In a preferred embodiment of the invention, the reinforcing
elements of the working layers are made of textile material.

In another embodiment of the invention, the reinforcing
elements of the working layers are made of metal.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1, a meridian view of a diagram of a tire in a first
embodiment of the invention,

FIG. 2, an enlarged partial view of part of the FIG. 1
diagram,

FIG. 3, a meridian view of a diagram of a tire in a second
embodiment of the invention.

DETAILED DESCRIPTION OF THE DRAWINGS

FIGS. 1 to 3 are not shown to scale, for ease of understand-
ing.

FIG. 1 shows a type 190/50 ZR 17 tire 1 intended to be
fitted to the rear wheel of a motorcycle and comprising a
carcass reinforcement comprising two layers 2, 3 comprising
reinforcing elements of textile type, more specifically ali-
phatic polyamide 140 tex/2. The layers 2, 3 of the carcass
reinforcement comprise reinforcing elements forming an
angle with the longitudinal direction of the tire in the equa-
torial plane equal to 80° and intersecting from one layer to the
next.

The layers 2, 3 of the carcass reinforcement are anchored
on each side of the tire 1 in a bead 4 whose base is intended to
be fitted to a rim seat. Each bead 4 is continued radially
outwardly by a sidewall 5, said sidewall 5 being joined radi-
ally outwardly to the tread 6.

The layer 2 has turn-ups around bead cores 9.

The radius R, that is, the inside radius of a bead core, is
equal to 219 mm.

The radius R,, the radius of the radially outer carcass
reinforcement layer in the equatorial plane, is equal to 303
mm.

The tire 1 also has a crown reinforcement comprising a
layer 7 of circumferential reinforcing elements made of tex-
tile material, more precisely aromatic polyamide 167 tex/2.

The layer of circumferential reinforcing elements 7 advan-
tageously comprises a single thread wound to form an angle
with the longitudinal direction approximately equal to 0°. The
layer of circumferential reinforcing elements 7 may also be
produced by the simultaneous winding of a plurality of bare
threads or in the form of bands when embedded in rubber.

The tread 6 comprises, in accordance with the invention, a
first rubber compound 61 in its central part and a second
rubber compound 62 in the lateral parts. The transition zones
between the parts 61 and 62 forming the tread 6 are advanta-
geously formed progressively with a bevel interface, the
angle of the bevel being between 20° and 60° relative to the
outside tread surface 6 of the tire 1.

The rubber compound 62 is advantageously chosen such
that its grip properties are superior to those of the rubber
compound 61, said rubber compound 61 being more particu-
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larly chosen for its wear resistance. The resulting tread can
define an advantageous wear resistance/grip compromise by
comparison with what can be achieved with a single rubber
compound.

The axial width I, of the central part corresponding to the
rubber compound 61 is equal to 41 mm and represents
approximately 22% of the axial width [.1 of the tread, which
is equal to 188 mm.

The axial widths I, of each of the lateral parts correspond-
ing to the rubber compound 62 are identical and equal to 73.5
mm and represent approximately 39% ofthe axial width L1 of
the tread.

FIG. 2 is an enlargement of the region 8 and indicates
diagrammatically the density difference between each of the
carcass reinforcement layers 2 and 3.

The carcass reinforcement layer 2 comprises reinforcing
elements 10 and the carcass reinforcement layer 3 comprises
reinforcing elements 11.

The density of reinforcing elements in the radially inner
carcass reinforcement layer 2 is equal to 98xR /R, that is
70.8 reinforcing elements per decimeter.

The density of reinforcing elements in the radially outer
carcass reinforcement layer 3 is equal to 123xR /R, that is
88.9 reinforcing elements 10 per decimeter.

FIG. 3 shows a 120/70 ZR 17 type tire 31 intended to be
fitted to the front wheel of a motorcycle. This tire 31 is similar
to that shown in FIG. 1, from which it differs in part by having
angles of the reinforcing elements of the carcass reinforce-
ment layers in the equatorial plane equal to 72°.

The tire 31 also differs from that shown in FIG. 1 in that the
axial widths of the central and lateral regions correspond to
the rubber compounds 361 and 362, respectively.

The axial width 1, of the central part corresponding to the
rubber compound 361 is equal to 73.6 mm and represents
approximately 61% of the axial width [.3 of the tread, which
is equal to 120 mm.

The axial widths 15, of each of the lateral parts correspond-
ing to the rubber compound 362 are identical and equal to
23.2 mm and represent approximately 19% of the axial width
L3 of the tread.

Further, the radius R, ,—that is, the inside radius of a bead
core—is equal to 219 mm and the radius R,,—that is, the
radius of the tread in the equatorial plane—is equal to 290.5
mm.

The density of reinforcing elements in the radially inner
carcass reinforcement layer 2 is equal to 98xR;,/R5,, that is
73.9 reinforcing elements per decimeter.

The density of reinforcing elements in the radially outer
carcass reinforcement layer 3 is equal to 123xR;,/R,, thatis
92.7 reinforcing elements 10 per decimeter.

The invention should not be understood to be limited to the
description of the examples given above and extends in par-
ticular to tires that may have more complex carcass or crown
reinforcements comprising for example three or more, work-
ing layers of reinforcing elements forming an angle with the
circumferential direction.

We claim:

1. A tire for a motorized two-wheeled vehicle, comprising
aradial carcass reinforcement formed of at least two layers of
reinforcing elements, at least one of which is anchored by
being turned up around a bead core on each side of the tire
inside a bead, and, each bead being continued radially out-
ward by a sidewall, the sidewalls being joined radially out-
ward to a tread, and comprising underneath the tread, a crown
reinforcement structure comprising at least one layer of rein-
forcing elements,
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wherein at least a surface of the tread comprises a first
polymeric compound extending in at least a region of an
equatorial plane and at least one second polymeric com-
pound having physicochemical properties different
from those of said first polymeric compound,

wherein a density of the reinforcing elements in a radially

inner layer of the at least two carcass reinforcement
layers is less than that in a radially outer layer of the at
least two carcass reinforcement layers,

wherein R, represents an inside radius of a bead core and

R, represents a radius of the radially outer carcass rein-
forcement layer in the equatorial plane,

wherein the density of the reinforcing elements in the radi-

ally inner carcass reinforcement layer is between 70xR ; /
R, and 110xR,/R, reinforcing elements per decimeter,
and the density of the reinforcing elements in the radi-
ally outer carcass reinforcement layer is between 100x
R,/R, and 130xR ,/R, reinforcing elements per decime-
ter, and

wherein a ratio R,/R, is greater or equal to 0.7.

2. The tire according to claim 1, wherein the second poly-
meric compound is of a different composition from that of the
first polymeric compound.

3. The tire according to claim 1, wherein the second poly-
meric compound has grip properties superior to those of the
first polymeric compound.
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4. The tire according to claim 1, wherein the second poly-
meric compound has a Shore A hardness less than that of the
first polymeric compound.

5. The tire according to claim 1, wherein a ratio of the
density of the reinforcing elements in the radially inner car-
cass reinforcement layer to the density of the reinforcing
elements in the radially outer carcass reinforcement layer is
between 2/3 and 8/9.

6. The tire according to claim 1, wherein the tire is intended
to be fitted to the rear wheel of the vehicle, and wherein a
region of the tread surface formed by the first polymeric
compound has an axial width of between 15 and 30% of the
axial width of the tread.

7. The tire according to claim 1, wherein the tire is intended
to be fitted to the front wheel of the vehicle, and wherein a
region of the tread surface formed by the first polymeric
compound has an axial width of between 45 and 70% of the
axial width of the tread.

8. The tire according to claim 1, wherein the crown rein-
forcement structure comprises at least one layer of circum-
ferential reinforcing elements.

9. The tire according to claim 1, wherein the crown rein-
forcement structure comprises at least first and second layers
ofreinforcing elements, and wherein from the first layer to the
second layer the reinforcement elements form angles with
each other of between 20° and 160°.
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